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Heat of combustion according to EN ISO 1716:2002

Product
Elmosoft - Lightly pigmented chrome free leather from cattle hide.
Nominal thickness 1,1 — 1,3 mm.

Purpose of test
Basis for technical fire classification.

Method
Heat of combustion; SP 0547 (=EN ISO 1716)

Conditioning
The sample is not conditioned.

Date of test
Week 3, 2003

Results

Gross heat of combustion at
constant volume, MJ/kg 21,12
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The test results relate to the behaviour of the test specimens of a product under the
particular conditions of the test; they are not intended to be the sole criterion for

assessing the potential fire hazard of the product in use.
The revison is made on April 1, 2003 and concern the date.
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Uppgift om matosakerhet kan fas pa begdran. Resultatet avser enbart det provade objekiel. Information about measurement uncertainty will be given on request. The resuft concernes the lested

object only.

Ackredilerat laboratorium utses av Styrelsen for ackreditering och teknisk kontroll (SWEDAC) enligt Iag. Verksamheten vid de svenska ackrediterade laboratorierna upplyller kraven enligt S5-EN 45001

(1989), SS-EN 45002 (1989) och ISO/IEC Guide 25 (1990:E). Denna rapport far endast Aterges i sin helhet, om inte SWEDAC och 5P i forvag skrittligen godkant annat.

Arrraditad laharatnrias are apnninted hy the Swedich Baard far Accreditation and Confarmity Assessment ISWEDAC) under the terms of the Act. Tha Swedish acoredited laboratonies meaf the require-



